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Abstract: Topological insulators (TIs) have unique highly conducting symmetry-protected surface
states while the bulk is insulating, making them attractive for various applications in condensed
matter physics. Recently, topological insulator materials have been tentatively applied for both
near- and far-field wavefront manipulation of electromagnetic waves, yielding superior plasmonic
properties in the ultraviolet (UV)-to-visible wavelength range. However, previous reports have only
demonstrated inefficient wavefront control based on binary metasurfaces that were digitalized on
a TI thin film or non-directional surface plasmon polariton (SPP) excitation. Here, we numerically
demonstrated the plasmonic capabilities of the TI Bi2 Te3 as a material for gap–surface plasmon
(GSP) metasurfaces. By employing the principle of the geometric phase, a far-field beam-steering
metasurface was designed for the visible spectrum, yielding a cross-polarization efficiency of 34% at
500 nm while suppressing the co-polarization to 0.08%. Furthermore, a birefringent GSP metasurface
design was studied and found to be capable of directionally exciting SPPs depending on the incident
polarization. Our work forms the basis for accurately controlling the far- and near-field responses of
TI-based GSP metasurfaces in the visible spectral range.
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1. Introduction
In the last two decades, tremendous progress has been made in understanding the
fundamental physics of the combined fields of plasmonics and metamaterials and in
utilizing them for a great variety of applications. Some prominent applications include
beam steering [1], optical sensing [2], and displays [3,4]. However, the scope of plasmonic
metamaterials is often limited by energy dissipation, especially in the UV-to-visible spectral
range. Traditional noble metals, such as gold and silver, suffer from high losses due
to interband transitions [5]. Furthermore, they are CMOS (complementary metal-oxide
semi-conductor)-incompatible and show low thermal stability.
A new promising material class that is capable of overcoming these problems are 3D
topological insulators (TIs). In recent years, these chalcogenide compounds, including
Bi2 Se3 , Bi2 Te3 , and Sb2 Te3 , have attracted much attention in the condensed matter community for applications ranging from quantum computing to spintronics [6]. TIs exhibit
strong spin–orbit coupling, leading to highly conducting symmetry-protected surface states.
The band structure of these states is characterized by a single Dirac cone while the bulk
has an ordinary insulating bandgap. In contrast to graphene, where the momentum and
pseudo-spin of the carriers are locked, in TIs, the momentum and real spin are locked [7].
They were introduced to the field of plasmonics in 2013 by the observation of temperaturerobust Dirac plasmons in TI gratings in the THz range [8]. By varying the grating width
and film thickness, several groups [9,10] were able to map the dispersion relation of the
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investigated plasmons, confirming their topological nature. Due to the subwavelength
thickness of most studied TIs in the THz region, plasmons are excited at the top and bottom
layers, simultaneously yielding a coupled system with acoustic (dark) and optical (bright)
plasmon modes, which are purely spin- and charge-like, respectively [10–13]. The broad
plasmon modes can interact with narrow phonon modes and result in the Fano-type line
shapes [14,15]. Dirac plasmons show outstanding long lifetimes, high tunability in the THz
range, temperature stability up to room temperature, and a large mode index compared
to traditional metals [9]. Particularly interesting applications for TIs are THz photodetectors, which utilize plasma-wave oscillations in metal–TI–metal heterostructures [16] and
field-effect transistors [17].
It is worth mentioning that not all charge carriers involved in a Dirac plasmon are
massless Dirac electrons. In fact, it is a combination of Dirac electrons and massive electrons
constituted from a non-topological 2D electron gas and bulk electrons [13,18,19]. This effect
can be exploited by photo-doping TI gratings for ultra-high modulation depths above
2400%, as demonstrated by Sangwan Sim et al. [19]. Typically, Dirac plasmons are studied
in the THz regime, where the bulk acts as a dielectric with a relatively low loss. When
shifting to higher energies, which enable strong interband transitions, the bulk acts as if it
were “optically metallic,” meaning that the real part of the complex dielectric function is
negative while the imaginary part is sufficiently small [20,21]. There have been multiple
reports on plasmonic resonances with bulk TIs in the visible regime for applications ranging
from nanometrology to holography [22–26]. Due to low losses at small wavelengths close
to and in the UV, TIs exhibit superior plasmonic properties that outperform conventional
noble metals, including gold and silver [23,27].
A widely used and well-established metasurface geometry is the gap–surface plasmon
(GSP) metasurface. It consists of a dielectric spacer layer that separates an optically dense
metallic film from an array of subwavelength metallic antennas forming a metal–insulator–
metal (MIM) sandwich [28]. Combining a fairly easy fabrication with a high tunability of
their optical response makes GSP metasurfaces well-suited candidates for flat lenses [29],
holograms [30], sensing [31], perfect absorbers [28], and even surface plasmon polariton
couplers [32]. However, conventional GSP metasurfaces dramatically lose their efficiency
in the UV and blue wavelength range due to the high absorption loss of noble metals in
this region. Even though switching to aluminum relieves the spectral restriction [33], it
suffers from strong oxidization, which corrodes the material in the presence of air.
In this study, we numerically investigated TI GSP metasurfaces via finite element
method simulations. Starting with a comparison of the plasmonic capabilities of the TI
Bi2 Te3 [23] and the conventional metals gold and silver [34], the spectral region of the
superior plasmonic performance was identified. Bi2 Te3 showed a higher plasmonic figure
of merit (FOM) below 700 nm and 450 nm than gold and silver, respectively. A TI metasurface based on the MIM configuration was designed and its supported GSP resonance
was identified through both mode analysis and strong magnetic field enhancement in the
spacer layer. We optimized a brick structure to have a large cross-polarization conversion
efficiency of up to 34% at 500 nm while the co-polarized light was simultaneously suppressed below 0.08%. By employing the principle of the geometric phase, a complete 2π
phase coverage of nearly constant efficiency was achieved in the TI metasurfaces, leading
to an efficient plasmonic platform for far-field wavefront manipulation in the UV-to-visible
wavelength range. Furthermore, the large phase modulation of the GSP resonance was
used to design a birefringent metasurface that was capable of directional surface plasmon
polariton (SPP) excitation, depending on the polarization of the incident light.
2. Results and Discussion
The finite element software CST Studio Suite 2020 (Simulia, Johnston, RI, USA) with
unit cell boundary conditions was used for all the modeling. The permittivity of Bi2 Te3
adapted from [23] was used as a metal back-film and as nanoscatterers placed on an
insulating spacer layer with nondispersive SiO2 (n = 1.5). Air (n = 1) was chosen as the
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surrounding medium. Only bulk TI was used for all simulations due to the neglectable
influence of the surface in the studied spectral range [23]. Although this study only
investigated TI metasurfaces numerically, the resulting structures shown are feasible
for fabrications based on current nanofabrication technology. More specifically, our TI
metasurfaces can be fabricated through electron-beam lithography on the TI thin films
deposited via physical and chemical vapor deposition [14,35–37].
The most basic material requirement for plasmonic resonances is a negative real part
ε1 of the complex dielectric function ε = ε1 + iε2 . Interband transitions lead to a Lorentzlike permittivity with a peak in the ε2 spectrum at the corresponding transition energy [21].
According to the Kramers–Kronig relation, linking the real and imaginary part of ε, a peak
in ε2 results in an anomalous jump in ε1 [38]. If the oscillation amplitude of the interband
transition is high enough, ε1 has a high value at the lower energy side, while eventually
turning negative for higher energies. This is exactly the case for Bi2 Te3 (see Figure 1a). Due to
a strong interband transition at around 780 nm (≈1.6 eV), ε1 reaches values above 50 on the
long wavelength side, producing a material that is an outstanding candidate for dielectric Mielike resonances with high mode confinement due to the large refractive index. On the small
wavelength side, ε1 becomes negative at around 700 nm. Around 500 nm, it reaches values
below −15, revealing a pronounced metallic character that enables plasmonic resonances
(marked in grey). This sets TI apart from most insulators, such as silicon, in which ε1 remains
positive for energies above the interband transition (see Figure A1c). Notably, the physical
origin of the negative ε1 in TIs is substantially different from that of noble metals since bulk
TIs do not rely on free charge carriers. Therefore, Bi2 Te3 does not have a plasma-cutoff
frequency and ε1 gradually approaches zero in the UV region. Note that Bi2 Te3 has a lower
ε1 at optical frequencies than other TI materials, including Bi2 Se3 (see Figure 2 in [23]), and
therefore it was chosen for our metasurface designs.

Figure 1. (a) Dielectric function of Bi2 Te3 adapted from [23] with a large absorption peak for ε2 around
770 nm. Following the Kramers–Kronig relation, ε1 had an anomalous jump to negative values for
wavelengths smaller than 700 nm, allowing plasmonic resonances. (b) Comparison of the plasmonic
figure of merit (FOM) of Bi2 Te3 , gold, and silver [34], revealing superior plasmonic performance of
Bi2 Te3 for wavelengths below roughly 710 and 440 nm compared to gold and silver, respectively.

To investigate the capabilities of Bi2 Te3 in contrast to traditionally used metals, Figure
1b shows the plasmonic FOM [39], which was calculated using
FOM =
with kSPP = k0

q

ε metal ε air
ε metal +ε air

Re(kSPP )
,
2πIm(kSPP )

(1)

as the surface plasmon wavevector between the presented

materials and air. Intuitively, it can be understood as the number of wavelengths a plasmon
polariton can travel until its energy drops below 1/e. The permittivity values of gold and
silver were adapted from [34]. For all three materials, the FOM significantly decreased
toward smaller wavelengths. Remarkably, Bi2 Te3 surpassed gold and silver below roughly
710 and 440 nm, respectively. Marked in grey are the spectral regions in which Bi2 Te3
outperformed gold and silver in terms of their plasmonic capabilities. This revealed a large
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spectral range in which Bi2 Te3 and TIs in general are better alternatives to noble metals.
The operational wavelength range of our metasurface designs was chosen to be in this
region of a superior plasmonic FOM.
2.1. TI-Based GSP Metasurface
To confirm the presence of plasmonic resonances in structured MIM metasurfaces, a
well understood nanobrick design [40] was used. A squared brick with length L = 110 nm
and height hb = 20 nm was placed on top of an hf = 100 nm Bi2 Te3 film and an hs = 50 nm
SiO2 spacer layer (see Figure 2a). To identify different types of resonances, the pitch
Λ between bricks was varied from 160 to 280 nm. Figure 2b shows the corresponding
normalized reflectance over a large spectral range from the near UV to the near IR as a
2D color plot for plane-wave excitations along the x-direction. Three distinct modes are
apparent as local minima in the reflectance spectrum. The dashed line at Λ = 220 nm
indicates the single spectral line plotted below. Here, the three minima are numbered
and the corresponding x- or y-components of the electric and magnetic fields are shown
in Figure 2c,d, respectively. The cutting plane was in the middle of the unit cell and
the color-code was normalized to the incident field. In Figure 2b, the mode at the small
wavelength side labeled 1 in Figure 2c shows magnetic fields of comparable strength on the
top of and below the brick, while the electric field indicates a delocalized resonant behavior
due to relatively high fields between the structures [41]. The first-order plasmonic grating
coupling condition, marked in blue in Figure 2b, was fulfilled
r when the pitch was equal to
λSPP at the metal–insulator interface [42]: Λ = λSPP = λ0

ε Bi2 Te3 +ε SiO2
ε Bi2 Te3 ε SiO2 .

The small offset

was mainly due to the simplified formula, which only accounts for a Bi2 Te3 –SiO2 interface
and not for a more complex Bi2 Te3 –SiO2 –air interface [43]. In the mode profile of the
second dip, the enhanced magnetic fields below the nanobrick indicate a GSP mode. The
asymmetric field below and above the brick forming a magnetic resonance in combination
with the localized shape of the electric field is typical for the lowest order GSP [41]. Above
roughly 700 nm, the real part of the dielectric function ε1 was positive (as already shown in
Figure 1a), leading to the dielectric behavior of Bi2 Te3 . The first order Fabry–Perot mode
for a 100-nm-thick Bi2 Te3 film calculated using λFP = 12 hf nBi2 Te3 is marked in green. This
vertical line matches the third reflectance dip quite well. As expected from a Fabry–Perot
mode, its spectral position was nearly independent of the pitch. The corresponding mode
profile in Figure 2d shows magnetic fields deeply penetrating the Bi2 Te3 back-film and
fields larger than zero beneath it underlining the dielectric behavior. Being able to excite
plasmonic and dielectric modes inside the same structure, depending on the wavelength,
highlights the versatility of TIs for nanophotonic applications.
2.2. Far-Field Functionalities
So far, the potential of Bi2 Te3 for GSP metasurfaces has been presented and now
their performance in applications is investigated. Engineering the far-field response of
metasurfaces has become one of the most promising fields in nanophotonics [44] for beam
steering [45], flat lenses [29], and holograms [46]. Therefore, there is a high demand for
functional metasurfaces that can outperform conventional bulky optical elements.
By introducing phase discontinuities at an interface in the form of nanoscatterers,
Snell’s law can be expanded with an additional term [1], yielding:
sin θr ni − sin θi ni =

λ0 dφ
,
2π dx

(2)

where θi and θr are the incidence and reflectance angles, λ0 is the wavelength of the incident
light, and ni is the refractive index of the initial media. dφ
dx denotes the position-dependent
phase gradient at an interface. As such, ultrathin metasurfaces with different photonic
functionalities, such as beam steering, diffraction-limited light focusing, and holographic
displays, have been achieved from imprinting the phase gradients of a linear grating [45],
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a parabolic lens [29], and a hologram [30], respectively. However, most nanoscatterers
are not capable of achieving a full 2π phase coverage. Simple dipole resonances, e.g., in a
plasmonic nanorod, only cover a phase range of π when the excitation wavelength is tuned
over its resonance wavelength [1]. However, to date, the development of a TI metasurface
covering the full 2π phase coverage for far-field wavefront manipulation is still elusive.
Here, we demonstrate the design of a highly efficient Bi2 Te3 metasurface based on the
principle of GSPs, leading to the full 2π phase coverage that is essential for efficient far-field
beam engineering in the UV and visible light ranges.

Figure 2. (a) Unit cell sketch of a gap–surface plasmon metasurface consisting of a quadratic L = 110-nmlong and hb = 20-nm-high Bi2 Te3 brick, an hs = 50 nm SiO2 spacer layer, and an hf = 100-nm-thick
Bi2 Te3 back-film. The pitch Λ was varied from 160 to 280 nm. (b) The corresponding reflectance
spectra with the color code referring to the normalized reflectance. Three distinct modes are visible
in the spectra, with each one marked with a solid line. The blue line corresponds to the (1,0) surface
plasmon polariton (SPP) mode, which redshifted with the pitch following the plasmonic grating
coupling condition [42]. The gap–surface plasmon mode and the dielectric Fabry–Perot mode inside
of the Bi2 Te3 back-film is marked in red and green, respectively. The black dashed line at 220 nm in
(b) indicates the single spectral line plotted below. All three reflectance dips are marked with lines
and labeled with numbers from 1–3, which correspond to the electric and magnetic field profiles
shown in (c,d), respectively. The x-component of the electric field is plotted in the x-y plane and the
y-component of the magnetic field is plotted in the x-z plane. The color codes were normalized to the
incident x-polarized field.

To realize the full 2π phase coverage, we present the design of a TI GSP metasurface
based on the principle of the Pancharatnam–Berry (PB) phase [47]. So far, PB-phasebased GSP metasurfaces have already been successfully fabricated, yielding conversion
efficiencies around 80% in the visible and near IR [30] and above 90% in the microwave
range [48]. Here, we showed that a Bi2 Te3 -based GSP metasurface, operating in the visible
light range, is capable of arbitrarily tuning the phase of the reflected cross-polarized
light. By rotating the birefringent nanobricks between 0◦ and 180◦ , a 2π phase coverage
was achieved [49].
The cross-polarization efficiency was optimized by sweeping the structural parameters
(spacer layer height, brick height, length, width, and pitch distance) of the nanobrick with
the consideration of fabrication feasibility. The cross-polarization efficiency was defined as
the square of half the difference between the S-parameters for the polarization along the
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long and short transverse axes [49]. The final design for the metasurface had a nanobrick
length of 170 nm, a width of 45 nm, a height of 45 nm, a 50 nm spacer layer, and a
200 nm pitch distance. It yielded a conversion efficiency as high as 34% (meaning a crosspolarization reflectivity of 0.34) at 500 nm (see Figure 3a). Furthermore, the conversion
efficiency was above 20% over nearly the entire visible range (400 to 800 nm). The copolarized light was suppressed below 0.08% at 500 nm and below 6% for the entire visible
spectrum. Since the backplane of the MIM structure was optically dense, the transmittance
was neglected, hence the absorbance A was given by A = 1 − R, with R as the sum of the
reflected cross- and co-polarized light (see Figure A2).

Figure 3. In all the figures (a–e), optimized Bi2 Te3 nanobricks with a length of 170 nm, a width
of 45 nm, and a height of 45 nm, with a 200 nm pitch and a 50 nm SiO2 spacer layer were used.
(a) shows the reflectance spectra for co- and cross-polarized light for excitation with circular light
with a conversion efficiency above 20% over nearly the entire visible spectrum and a maximum of
34% at 500 nm. In (b), the phase response of the nanobrick is shown for different rotational angles,
achieving a 2π phase coverage while the reflectance stayed nearly constant. In (c), a sketch of the
supercells used in (d) is shown, which consisted of six nanobricks anomalously reflecting light at
24.3◦ , which is shown in the polar color plot in (d). φ is the angle in the x-y plane and represents
the angular component ranging from 0 to 2π, while the z-angle Θ is the radial component forming
a hemispherical surface. A pronounced peak of a directivity of 11.0 is visible at Θ = 24.3◦ . The
connection between the number of unit cells in each supercell and the parameter of the anomalously
reflected beam is given in (e). FWHM: full width at half maximum.

Due to the rather small feature sizes of our designed TI metasurface, fabrication imperfections must be considered. Variations in the height of the different layers can be neglected
since film deposition either from chemical vapor deposition or atomic layer deposition has
a very high accuracy [14]. The length and width of the nanobricks were set using lithography patterning, which might result in larger deviations. Figure A3 shows the cross- and
co-polarized reflectance for the structure used in Figure 3a and for 10 nm detuned lengths and
widths. Due to its smaller size, the detuning of the width had a higher impact on the efficiency
than the length. Here, a 10 nm reduced width yielded the lowest conversion efficiency, 3%
smaller at 500 nm than the optimized one. This indicated a robust metasurface design with a
high tolerance against fabrication imperfections. Note that the 180 nm long brick yielded a
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higher cross-polarization efficiency than the 170-nm-long one. However, the latter was used
in Figure 3 with sufficiently large gaps between the bricks to ensure fabrication feasibility.
In Figure 3b, the phase response is plotted against the rotation angle at 500 nm for the
same structure, confirming a linear 2π phase coverage that was achieved from the rotation
of nanobricks. To demonstrate the beam-steering capabilities, a metasurface with a linear
phase gradient was designed (see Figure 3c). A supercell consisting of six bricks with
different phase responses covering the full 2π range was simulated. The combined length
was equal to six times the unit cell used in Figure 3a,b. The angle-dependent far-field
response is shown in Figure 3d. φ is the angle in the x-y plane and represents the angular
component, while the z-angle Θ is the radial component forming a hemispherical surface.
The far-field response is given in the unitless directivity, which denotes the intensity
normalized to a Huygens scatterer with unidirectional scattering. For a phase gradient
of 2π over six 200 nm unit cells, the generalized Snell’s law predicts a reflectance angle
of 24.6◦ , which matches well with the maximum in Figure 3d at 24.3◦ . Furthermore, a
main lobe with a directivity of 10.0, combined with no apparent side lobes, provided a
very clean signal. Similar simulations were performed with different numbers of unit cells
that imprint an overall 2π phase grating. The simulated reflectance angles are shown in
red in Figure 3e. The smaller the grating pitch (the number of 200 nm unit cells), the larger
the anomalous reflectance angle. However, reducing the number of unit cells increased
the phase-step gap in the discretization of a linear grating phase, eventually reducing the
directivity maximum (in blue in Figure 3e), and the main lobe broadened with an increased
full width at half maximum (FWHM) (in green). Therefore, depending on the application,
one must choose between large anomalous reflectance angles with a high phase gradient
and high lobes with a smooth phase gradient.
2.3. Near-Field Functionalities
Another intriguing feature of GSP metasurfaces is their extraordinary capabilities of
launching SPPs. Due to their continuous metal back-film, highly efficient SPP coupling can
be achieved if the length of a 2π phase gradient matches the surface plasmon wavelength
λSPP [32,50]. In 2014, Pors et al. [32] showed that unidirectional polarization controlled SPP
coupling at telecommunication wavelengths. By designing a birefringent GSP metasurface,
they controlled the directional excitation of SPPs depending on the polarization of the incident light. In the following, we demonstrate the design of a birefringent GSP metasurface
for Bi2 Te3 TI films at optical frequencies. The optimized wavelength was again 500 nm. To
achieve polarization-dependent directional SPP excitation, a birefringent supercell with
two independent phase gradients for x- and y-polarized light and side lengths equal to
λSPP was designed. Since at least three different phase responses are needed to create a
blazed phase grating, a 3 × 3 nanobrick supercell design was chosen (see Figure 4a). Using
more nanobricks smoothens the phase gradient but at the cost of fabrication feasibility. In
Figure 4b, the length and width of the nanobricks were tuned from 30 to 150 nm for a unit
cell size of 160 nm, which is roughly one-third of λSPP . The color code indicates the phase
response for x-polarization. In Figure A4, the corresponding reflectance is shown. The
plot can be divided into two regions in which the phase behaved completely differently.
For widths below 55 nm, the system was overdamped, while it was underdamped at
larger widths. Using coupled-mode theory and a one-port resonator model, this effect is
explained in great detail in [51–53]. At the transition line, the system is critically damped.
Above it, radiation loss is dominant, while below it, intrinsic loss dominated. This led to an
abrupt phase jump at a width of 55 nm for lengths above the GSP resonance. Furthermore,
the phase gradient for different lengths has opposite signs in the two regions. Figure A5
shows the different phase behaviors for under- and overdamped systems around a 500 nm
excitation. In the bottom part of Figure 4b, it is negative, covering a range of π, while in the
upper part, it is positive, covering more than π, and by including even larger structures, a
2π phase difference should be possible. To keep the SPP excitation efficiency high, only
structures in the underdamped regime where radiation loss dominated were chosen.
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Figure 4. (a) Schematics of a birefringent metasurface that was capable of exciting directional SPPs. The supercell consisted
of nine nanobricks in a 450 × 450 nm area with an average pitch of Λ. In (b), the length and width of a Bi2 Te3 nanobrick
with a unit cell size of 160 nm and a spacer layer of 30 nm was tuned from 30 to 150 nm, where the color code shows the
phase response for x-polarized light. At a 55 nm width, a transition from an overdamped to an underdamped system
was visible. The isolines at 0◦ , 120◦ , and 220◦ for x-polarization in the underdamped region are marked with solid lines,
while the isolines for the y-polarization are marked with dashed lines. The nine intersection points marked with dots each
correspond to one of the bricks in (a). Note that unequal phase steps were chosen to create the 2π phase gradient over
the supercell length. To maintain a linear gradient, bricks with 220◦ phase responses were slightly shifted. (c,d) show the
z-component of the electric field for x- and y-polarized light, respectively, while (e,f) show the corresponding intensities.
(c–f) were normalized to the excitation field and reveal highly directional SPP excitation.
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For equal phase steps in a 3 × 3 supercell, one would typically use relative phase
responses of 0◦ , 120◦ , and 240◦ . However, due to the small unit cell size used here, the
structures can only be quite small. This makes it particularly challenging to achieve a 240◦
phase difference for one polarization while keeping the phase for the other polarization
constant. Therefore, slightly uneven phase steps were chosen at 0◦ , 110◦ , and 220◦ . The
isolines of these values are labeled in Figure 4b for x- (solid) and y- (dashed) polarization.
The crossing points mark the length and width of the nine nanobricks used in the supercell
pictured in Figure 4a. The structures are not equally spaced within the supercell. Their
positions correspond to the phase shifts they induced to achieve a linear phase gradient.
This led to a larger pitch between the first and third row and a smaller pitch between
the second and third row. However, due to the differently sized bricks, the smallest gap
was still between the first and second row. To illustrate the unidirectional polarizationdependent SPP coupling, a 3 × 3 supercell array on a continuous Bi2 Te3 film was simulated
under plane wave excitation. The z-component of the electric field and the corresponding
intensity distributions for x- and y-polarized light are shown in Figure 4c–f, respectively.
The exact calculation of the SPP wavelength within the metasurface was challenging
due to the presence of the 30 nm spacer layer, in addition to the nanobricks. Thus, the
supercell length was iteratively changed to a final length of 450 nm until the coupling was
maximized. However, the smallest feature size was still larger than the 40 nm available to
standard fabrication methods. Clearly, SPPs were predominantly excited into one direction
following the designed phase gradient. This emphasizes the high potential of TIs for
near-field metasurfaces.
3. Conclusions
In this work, we numerically investigated the capabilities of TI GSP metasurfaces
for applications in the visible spectral range. Due to strong interband absorption in the
visible spectrum resulting in a negative ε1 , the used Bi2 Te3 TI had a higher plasmonic
FOM than conventional plasmonic materials, including gold and silver at wavelengths
smaller than 710 nm and 440 nm, respectively. We demonstrated the excitation of GSP
resonances, as well as SPP resonances, within a Bi2 Te3 nanobrick MIM metasurface using
spectral and mode analysis. Furthermore, the beam-steering capabilities of the TI GSP
metasurfaces were demonstrated by using birefringent nanobricks and the geometric phase
principle. A cross-polarization efficiency of 34% at 500 nm and above 20% in the whole
visible spectrum was achieved. Simultaneously, the co-polarized light was suppressed
below 0.08% at 500 nm and below 6% in the visible spectrum. The beam shape and
directivity in connection with the reflectance angle of the anomalously reflected beam
were studied and showed a pronounced main lobe and a directivity above 30 for small
angles. Our numerical study paves the way for future far-field functionalized TI-based
GSP metasurfaces, such as holograms or lenses. Finally, we demonstrated a directional
polarization-dependent SPP coupler using a birefringent TI GSP metasurface. Owing
to their outstanding plasmonic performance in the visible and near UV, their CMOS
compatibility, and their high thermal stability, TIs are a highly promising new material
class for a large variety of plasmonic applications.
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Appendix A

Figure A1. Permittivity of the used gold (a) and silver (b) adapted from [34]. Permittivity of Si (c) adapted from [54]
with an interband absorption around 280 nm. Due to the smaller oscillation amplitude compared to Bi2 Te3 , ε1 did not
become negative.

Figure A2. Cross- and co-polarized reflectance amplitudes (Rcross , Rco ) and absorbance A of the
Bi2 Te3 nanobrick metasurface used in Figure 3a with a 170 nm length, 45 nm width, 45 nm height,
200 nm pitch, and 50 nm SiO2 spacer layer. Since the transmittance was equal to zero, the absorbance
was calculated using A = 1 − R = 1 − Rcross − Rco .
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Figure A3. In (a), the length L and in (b) the width W of the nanobrick metasurface used in Figure 3a was detuned by
±10 nm to test the stability against fabrication imperfections. For the original and detuned structures, the cross- and
co-polarized reflectance amplitude is indicated with solid and dashed lines, respectively. In (a), the efficiency increased with
the nanobrick length; however, longer bricks led to smaller gaps between them. To keep a balance between efficiency and
fabrication feasibility, a length of 170 nm was chosen for the final design. The cross-polarization efficiency at 500 nm was
decreased by 2% for a 10 nm smaller length. Furthermore, it was the highest for the chosen width of 45 nm and the lowest
with 3% less for a 35 nm width (b).

Figure A4. Reflectance amplitude at 500 nm in color for different nanobrick widths and lengths. The
phase response isolines for x- and y-polarized light at 0, 120◦ , and 220◦ degrees are marked with
solid and dashed lines, respectively. The parameters of the bricks at the crossing points marked with
dots were used for the supercell design.
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Figure A5. Phase behavior of the nanobricks with a 30 nm spacer layer, 30 nm brick height, 160 nm
pitch, 80 nm length, and widths of 50, 55, 60, and 65 nm. A transition from an overdamped to an
underdamped system is indicated by the fast nearly 2π phase jump between a width of 55 and 60 nm.

References
1.
2.
3.

4.
5.
6.
7.
8.
9.
10.
11.
12.
13.
14.
15.
16.
17.

18.

Yu, N.; Genevet, P.; Kats, M.; Aieta, F.; Tetienne, J.-P.; Capasso, F.; Gaburro, Z. Light Propagation with Phase Reflection and
Refraction. Science 2011, 334, 333–337. [CrossRef]
Park, J.H.; Ndao, A.; Cai, W.; Hsu, L.; Kodigala, A.; Lepetit, T.; Lo, Y.H.; Kanté, B. Symmetry-breaking-induced plasmonic
exceptional points and nanoscale sensing. Nat. Phys. 2020, 16, 462–468. [CrossRef]
Chanda, D.; Shigeta, K.; Gupta, S.; Cain, T.; Carlson, A.; Mihi, A.; Baca, A.J.; Bogart, G.R.; Braun, P.; Rogers, J.A. Large-area
flexible 3D optical negative index metamaterial formed by nanotransfer printing. Nat. Nanotechnol. 2011, 6, 402–407. [CrossRef]
[PubMed]
Ren, H.; Gu, M. Angular Momentum-Reversible Near-Unity Bisignate Circular Dichroism. Laser Photonics Rev. 2018, 12, 1–6.
[CrossRef]
Etchegoin, P.G.; le Ru, E.C.; Meyer, M. An analytic model for the optical properties of gold. J. Chem. Phys. 2006, 125. [CrossRef]
[PubMed]
Felser, C.; Qi, X.L. Topological insulators. Mrs Bull. 2014, 39, 843–846. [CrossRef]
Pesin, D.; MacDonald, A.H. Spintronics and pseudospintronics in graphene and topological insulators. Nat. Mater. 2012, 11, 409–416.
[CrossRef] [PubMed]
Di Pietro, P.; Ortolani, M.; Limaj, O.; Di Gaspare, A.; Giliberti, V.; Giorgianni, F.; Brahlek, M.; Bansal, N.; Koirala, N.; Oh, S.; et al.
Observation of Dirac plasmons in a topological insulator. Nat. Nanotechnol. 2013, 8, 556–560. [CrossRef]
Ginley, T.P.; Law, S. Coupled Dirac Plasmons in Topological Insulators. Adv. Opt. Mater. 2018, 6, 1–5. [CrossRef]
Stauber, T. Plasmonics in Dirac systems: From graphene to topological insulators. J. Phys. Condens. Matter 2014, 26. [CrossRef]
Ginley, T.; Wang, Y.; Wang, Z.; Law, S. Dirac plasmons and beyond: The past, present, and future of plasmonics in 3D topological
insulators. Mrs Commun. 2018, 8, 782–794. [CrossRef]
Lai, Y.P.; Lin, I.T.; Wu, K.H.; Liu, J.M. Plasmonics in topological insulators. Nanomater. Nanotechnol. 2014, 4, 1–8. [CrossRef]
Stauber, T.; Gómez-Santos, G.; Brey, L. Plasmonics in Topological Insulators: Spin-Charge Separation, the Influence of the
Inversion Layer, and Phonon-Plasmon Coupling. Acs Photonics 2017, 4, 2978–2988. [CrossRef]
Autore, M.; D’Apuzzo, F.; di Gaspare, A.; Giliberti, V.; Limaj, O.; Roy, P.; Brahlek, M.; Koirala, N.; Oh, S.; García de Abajo, F.J.;
et al. Plasmon-Phonon Interactions in Topological Insulator Microrings. Adv. Opt. Mater. 2015, 3, 1257–1263. [CrossRef]
In, C.; Sim, S.; Kim, B.; Bae, H.; Jung, H.; Jang, W.; Son, M.; Moon, J.; Salehi, M.; Seo, S.Y.; et al. Control over Electron-Phonon
Interaction by Dirac Plasmon Engineering in the Bi2Se3 Topological Insulator. Nano Lett. 2018, 18, 734–739. [CrossRef]
Tang, W.; Politano, A.; Guo, C.; Guo, W.; Liu, C.; Wang, L.; Chen, X.; Lu, W. Ultrasensitive Room-Temperature Terahertz Direct
Detection Based on a Bismuth Selenide Topological Insulator. Adv. Funct. Mater. 2018, 28, 1–9. [CrossRef]
Viti, L.; Coquillat, D.; Politano, A.; Kokh, K.A.; Aliev, Z.S.; Babanly, M.B.; Tereshchenko, O.E.; Knap, W.; Chulkov, E.V.; Vitiello, M.S.
Plasma-Wave Terahertz Detection Mediated by Topological Insulators Surface States. Nano Lett. 2016, 16, 80–87. [CrossRef]
[PubMed]
Politano, A.; Silkin, V.M.; Nechaev, I.A.; Vitiello, M.S.; Viti, L.; Aliev, Z.S.; Babanly, M.B.; Chiarello, G.; Echenique, P.M.;
Chulkov, E.V. Interplay of surface and Dirac plasmons in topological insulators: The case of Bi2Se3. Phys. Rev. Lett. 2015, 115, 1–5.
[CrossRef] [PubMed]

Photonics 2021, 8, 40

19.
20.
21.
22.
23.
24.
25.
26.
27.
28.
29.
30.
31.
32.
33.
34.
35.
36.
37.
38.
39.
40.
41.
42.
43.
44.
45.
46.
47.
48.
49.

13 of 14

Sim, S.; Jang, H.; Koirala, N.; Brahlek, M.; Moon, J.; Sung, J.H.; Park, J.; Cha, S.; Oh, S.; Jo, M.H.; et al. Ultra-high modulation
depth exceeding 2400% in optically controlled topological surface plasmons. Nat. Commun. 2015, 6, 1–7. [CrossRef] [PubMed]
Krishnamoorthy, H.N.S.; Adamo, G.; Yin, J.; Savinov, V.; Zheludev, N.I.; Soci, C. Infrared dielectric metamaterials from high
refractive index chalcogenides. Nat. Commun. 2020, 11, 1–6. [CrossRef]
Toudert, J.; Serna, R. Interband transitions in semi-metals, semiconductors, and topological insulators: A new driving force for
plasmonics and nanophotonics [Invited]. Opt. Mater. Express 2017, 7, 2299. [CrossRef]
Yue, Z.; Cai, B.; Wang, L.; Wang, X.; Gu, M. Intrinsically core-shell plasmonic dielectric nanostructures with ultrahigh refractive
index. Sci. Adv. 2016, 2, 1–8. [CrossRef] [PubMed]
Yin, J.; Krishnamoorthy, H.N.S.; Adamo, G.; Dubrovkin, A.M.; So, J.K.; Chong, Y.; Zheludev, N.I.; Soci, C. Plasmonics of
topological insulators at optical frequencies. Opt. Infobase Conf. Pap. 2017, e425–e428. [CrossRef]
Dubrovkin, A.M.; Adamo, G.; Yin, J.; Wang, L.; Soci, C.; Wang, Q.J.; Zheludev, N.I. Visible Range Plasmonic Modes on Topological
Insulator Nanostructures. Adv. Opt. Mater. 2017, 5, 1–4. [CrossRef]
Yue, Z.; Ren, H.; Wei, S.; Lin, J.; Gu, M. Angular-momentum nanometrology in an ultrathin plasmonic topological insulator film.
Nat. Commun. 2018, 9, 1–7. [CrossRef]
Yue, Z.; Xue, G.; Liu, J.; Wang, Y.; Gu, M. Nanometric holograms based on a topological insulator material. Nat. Commun.
2017, 8, 1–5. [CrossRef]
Ou, J.Y.; So, J.K.; Adamo, G.; Sulaev, A.; Wang, L.; Zheludev, N.I. Ultraviolet and visible range plasmonics in the topological
insulator Bi1.5Sb0.5Te1.8Se1.2. Nat. Commun. 2014, 5, 1–7. [CrossRef]
Ding, F.; Yang, Y.; Deshpande, R.A.; Bozhevolnyi, S.I. A review of gap-surface plasmon metasurfaces: Fundamentals and
applications. Nanophotonics 2018, 7, 1129–1156. [CrossRef]
Wang, S.; Wu, P.C.; Su, V.C.; Lai, Y.C.; Chu, C.H.; Chen, J.W.; Lu, S.H.; Chen, J.; Xu, B.; Kuan, C.H.; et al. Broadband achromatic
optical metasurface devices. Nat. Commun. 2017, 8, 1–9. [CrossRef]
Zheng, G.; Mühlenbernd, H.; Kenney, M.; Li, G.; Zentgraf, T.; Zhang, S. Metasurface holograms reaching 80% efficiency.
Nat. Nanotechnol. 2015, 10, 308–312. [CrossRef]
Qin, L.; Wu, S.; Deng, J.; Li, L.; Li, X. Tunable light absorbance by exciting the plasmonic gap mode for refractive index sensing.
Opt. Lett. 2018, 43, 1427. [CrossRef] [PubMed]
Pors, A.; Nielsen, M.G.; Bernardin, T.; Weeber, J.C.; Bozhevolnyi, S.I. Efficient unidirectional polarization-controlled excitation of
surface plasmon polaritons. Light Sci. Appl. 2014, 3, 1–6. [CrossRef]
Li, Z.; Palacios, E.; Butun, S.; Aydin, K. Visible-frequency metasurfaces for broadband anomalous reflection and high-efficiency
spectrum splitting. Nano Lett. 2015, 15, 1615–1621. [CrossRef] [PubMed]
Werner, W.S.M.; Glantschnig, K.; Ambrosch-Draxl, C. Optical constants and inelastic electron-scattering data for 17 elemental
metals. J. Phys. Chem. Ref. Data 2009, 38, 1013–1092. [CrossRef]
Vries, d.; Kornelis, E. Taking Topological Insulators for a Spin: Towards Understanding of Spin and Charge Transport in Bi2Se3;
Rijksuniversiteit Groningen: Groningen, The Netherlands, 2017.
Sarnet, T.; Hatanpää, T.; Puukilainen, E.; Mattinen, M.; Vehkamäki, M.; Mizohata, K.; Ritala, M.; Leskelä, M. Atomic layer
deposition and characterization of Bi2Te3 thin films. J. Phys. Chem. A 2015, 119, 2298–2306. [CrossRef]
Giani, A.; Boulouz, A.; Pascal-Delannoy, F.; Foucaran, A.; Charles, E.; Boyer, A. Growth of Bi2Te3 and Sb2Te3 thin films by
MOCVD. Mater. Sci. Eng. B Solid State Mater. Adv. Technol. 1999, 64, 19–24. [CrossRef]
Lucarini, V.; Saarinen, J.J.; Peiponen, K.E.; Vartiainen, E.M. Kramers-Kronig Relations in Optical Materials Research; Springer:
Berlin/Heidelberg, Germany, 2005.
Dastmalchi, B.; Tassin, P.; Koschny, T.; Soukoulis, C.M. A New Perspective on Plasmonics: Confinement and Propagation Length
of Surface Plasmons for Different Materials and Geometries. Adv. Opt. Mater. 2016, 4, 177–184. [CrossRef]
Pors, A.; Bozhevolnyi, S.I. Plasmonic metasurfaces for efficient phase control in reflection. Opt. Express 2013, 21, 27438. [CrossRef]
Pors, A.; Bozhevolnyi, S.I. Efficient and broadband quarter-wave plates by gap-plasmon resonators. Opt. Express 2013, 21, 2942.
[CrossRef]
Maier, S.A. Plasmonics: Fundamentals and Applications; Springer: Berlin/Heidelberg, Germany, 2007.
Raether, H.; Hohler, G.; Niekisch, E.A. Surface Plasmons on Smooth and Rough Surfaces and on Gratings; Springer Tracts in Modern
Physics; Springer: Berlin/Heidelberg, Germany, 1988. [CrossRef]
Chen, H.T.; Taylor, A.J.; Yu, N. A review of metasurfaces: Physics and applications. Rep. Prog. Phys. 2016, 79. [CrossRef]
Pors, A.; Albrektsen, O.; Radko, I.P.; Bozhevolnyi, S.I. Gap plasmon-based metasurfaces for total control of reflected light. Sci.
Rep. 2013, 3, 1–6. [CrossRef] [PubMed]
Jiang, Q.; Jin, G.; Cao, L. When metasurface meets hologram: Principle and advances. Adv. Opt. Photonics 2019, 11, 518. [CrossRef]
Mueller, J.P.B.; Rubin, N.A.; Devlin, R.C.; Groever, B.; Capasso, F. Metasurface Polarization Optics: Independent Phase Control of
Arbitrary Orthogonal States of Polarization. Phys. Rev. Lett. 2017, 118, 1–5. [CrossRef]
Luo, W.; Xiao, S.; He, Q.; Sun, S.; Zhou, L. Photonic Spin Hall Effect with Nearly 100% Efficiency. Adv. Opt. Mater. 2015, 3, 1102–1108.
[CrossRef]
Hasman, E.; Kleiner, V.; Biener, G.; Niv, A. Phase Optics: Formation of Pancharatnam- Berry Phase Optical Elements with
Space-Variant Subwavelength Gratings. Opt. Photonics News 2002, 13, 45. [CrossRef]

Photonics 2021, 8, 40

50.
51.
52.
53.
54.

14 of 14

Meng, C.; Tang, S.; Ding, F.; Bozhevolnyi, S.I. Optical Gap-Surface Plasmon Metasurfaces for Spin-Controlled Surface Plasmon
Excitation and Anomalous Beam Steering. ACS Photonics 2020, 7, 1849–1856. [CrossRef]
Miao, Z.; Wu, Q.; Li, X.; He, Q.; Ding, K.; An, Z.; Zhang, Y.; Zhou, L. Widely tunable terahertz phase modulation with
gate-controlled graphene metasurfaces. Phys. Rev. X 2015, 5, 1–13. [CrossRef]
Cong, L.; Pitchappa, P.; Lee, C.; Singh, R. Active Phase Transition via Loss Engineering in a Terahertz MEMS Metamaterial.
Adv. Mater. 2017, 29. [CrossRef]
Qu, C.; Ma, S.; Hao, J.; Qiu, M.; Li, X.; Xiao, S.; Miao, Z.; Dai, N.; He, Q.; Sun, S.; et al. Tailor the Functionalities of Metasurfaces
Based on a Complete Phase Diagram. Phys. Rev. Lett. 2015, 115, 1–6. [CrossRef]
Schinke, C.; Christian, P.P.; Schmidt, J.; Brendel, R.; Bothe, K.; Vogt, M.R.; Kröger, I.; Winter, S.; Schirmacher, A.; Lim, S.; et al.
Uncertainty analysis for the coefficient of band-to-band absorption of crystalline silicon. Aip Adv. 2015, 5. [CrossRef]

